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Textured Cement Concrete 2 

Textured cement concrete pavement pattern shall be one chosen from the 3 
manufactures and patterns listed below: 4 
 5 

*** $$1$$ *** 6 
 7 
A mat or stamp shall be used to imprint the pattern into the concrete surface.   8 
 9 
Curing shall be in accordance with Section 5-05.3(13) and be applied to the surface in 10 
accordance with the manufacturer's recommendations. If liquid membrane-forming 11 
concrete curing compound is used it shall meet the requirements of ASTM C 309 Type 12 
1-D. 13 


